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Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) " BONDAR-CLEGG

-

.

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

[ REPORT: R89-31904.4 ( COMPLETE ) ] | REFERENCE INFO: NONE GIVEN
CLTENT: BROHM MINING CORPORATION SUBNITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 29-SEP-89
B NUNBER OF LOMER
ORDER ELENENT ANALYSES ~ DETECTION LIMIT EXTRACTION HETHOD
1 fAu Gold 57 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
7 OTHER DRILL TYPES 57 2 -150 57 ASSAY PREP 57
SAMPIE PICKUP/MILE 1

REMARKS: = DUPLICATE NOT AVAILABLE
1AT GOLD (29.176)

REPORT COPIES TO: MR. JINM BARRON INVOICE TO: MR. JIM BARRON

IR, KUU TICCLEUD




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

ek
v

B —

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical

Lab Report

DATE PRINTED: 29-SEP-89

REPORT: R89-31904.4 ] PROJECT: NONE GIVEN PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNTTS  OPT NUMBER UNTTS  OPT
22 R89-574 D-5 0.015 “DUPEICHTE 0o0?
72 R89-574 5-10 0.069 22 R89-574 185-190 0.012
22 R§9-574 10-15 0.009 22 R89-574 190-195 0.009
22 R89-574 15-20 0.020 22 R89-574 195-200 0.011
72 R89-574 20-25 n.027 22 R89-574 20N-205 0.006
~DUPLICATE 22 R89-574 205-210 0.003
22 R89-574 25-3D n.156 22 R89-574 210-215 0.002
22 R89-574 30-35 0.082 22 R89-574 215-220 0.002
22 R89-574 35-41 0.064 22 R89-574 220-225 <0.002
22 R89-574 40-45 0.09 22 R89-574 225-230 <0.002
72 R89-574 45-50 0.098 22 R§9-574 230-235 0.002
22 R§9-574 50-55 0.070 22 R89-574 235-240 0.002
22 R89-574 55-6D 0.058 22 R89-574 240-245 0.003
22 R89-574 60-65 0.012 BURLTCATE 07003
72 R8§9-574 65-70 0.013 72 R89-574 245-250 0.004
72 R89-574 70-75 0.010 22 R89-574 250-255 0.051
~DUPETCHTE “Befih 22 R89-574 255-260 0.012
72 R89-574 75-810 0.006 22 R89-574 260-265 0.007
22 R89-574 8N-85 0.005 22 R89-574 265-270 0.007
72 R89-574 85-90 0.004 22 R89-574 270-275 0.002
22 R§9-574 9N-95 0.002 e oleR89.25 12155280 .. 0030
22 R89-574 95-100 0.011 gmw (=285 ) '1 m '
72 R89-574 100-105 0.110 i1 T ﬂ ; Q’) , J
22 R89-574 105-110 0.020 3§ : i Y I
22 R§9-574 110-115 0.011 f§ { .'n !
72 R89-574 115-120 0.008 £ e T of
22 R§9-574 120-125 0.029 | k' ‘it
12 R89-574 125-130 0.007
72 R89-574 130-135 0.005 00 oM MHOAS
~DUPHEEATE 0083
22 R89-574 135-140 0.004
22 R89-574 140-145 0.002
72 R89-574 145-150 0.007
72 R89-574 150-155 0.003
22 R89-574 155-160 0.003
22 R89-574 1601-165 0.002
22 R89-574 165-170 0.002
22 R89-574 170-175 0.003
22 R89-574 175-180 0.004
72 R89-574 180-185 <0.002
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Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice Total:

$ 592.98 U.s.

I Invoice : R076602, Page 1
’ BROHM MINING CORPORATION
I MR. JIM BARRON Date 29-SEP-89
PO BOX 485
| DEADWOOD, SOUTH DAKOTA Report No: R89-31904.4
t b7732 Project : NONE GIVEN
i Reference: NONE GIVEN
\ BARRON
| 57 Analyses of Gold at $ 7.00 $ 399.00
} Subtotal S 399.00 $ 399.00
[ Sample Preparation
| 57 Samples of ASSAY PREP at $ 3.00 § 171.00
‘ 1 Sample of SAMPLE PICKUP/MILE at $12.00 S 12.00
‘ Subtotal $ 183.00 s 183.00
% Miscellaneous Charges
i 4% S.D. SALES TAX S 7:32
‘ 2% DEADWOOD CITY SALES TAX S 3.66
|
zA

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



“Bondar-Clegg, Inc. Geochemical
Buing 1 Unit A Bc Lab Report
ey BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: R89-31905.4 ( COMPLETE ) | | REFERENCE INFO: NONE GIVEN
CLIENT: BROHM MINING CORPORATION

SUBHTTTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 5-0CT-89

NUMBER OF LOKER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 60 0.002 oPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 60 2 -150 60 ASSAY PREP 60
EXCESSIVE WETNFSS/LB 1088
SAMPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.176)

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
AR, ROD ACCTFOD




‘Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
g | Uni Bc = Lab Report

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-319N5.4 l PROJECT: NONE GIVEN PAGE 1

SAMPLE ELFMENT Au SANPLE ELEMENT fAu
NUMBER UNITS oPT NUMBER UNITS OPT
72 R89-574 285-290 0.062 12 R89-574 485-490 0.002
22 R89-574 290-295 n.nn7 12 R89-574 490-495 0.002
72 R89-574 295-300 0.003 12 R89-574 495-500 0.002
72 R89-574 30N-305 <N.nnz 22 R89-574 50N0-505 0.004
12 R89-574 305-310 0.003 22 R89-574 505-510 0.003
72 R89-574 31N-315 n.on7 22 R89-574 510-515 0.003
72 R89-574 315-320 0.a03 22 R89-574 515-5201 0.007
22 R89-574 320-325 0.0nz 12 R89-574 520-525 0.009
12 R89-574 325-330 0.un3 22 R89-574 525-530 0.006
72 R89-574 33N-335 n.020 22 R89-574 530-535 0.005
22 R89-574 335-340 0.007 12 R89-574 535-54( 0.003
72 R89-574 340-345 n.0n3 12 R89-574 54N-545 0.003
12 R89-574 345-350 0.006 22 R89-574 545-55(1 0.003
72 R89-574 350-355 0.0né 72 R89-574 550-555 0.007
12 R89-574 355-360 0.0n3 12 R89-574 555-56( 0.005
72 R89-574 36N-365 0.0né6 72 R89-574 56N-565 0.008
72 R89-574 365-370 0.006 22 R89-574 565-570 0.006
12 R89-574 370-375 0.0n3 72 R89-574 51N-575 0.005
12 R89-574 375-380 0. 004 22 R89-574 575-580 0.006
72 R89-574 380-385 0.0n4 12 R89-574 58N-585 0.005
72 R89-574 385-390 0.004

72 R89-574 390-395 0.004

72 R89-574 395-400 0.009

22 R89-574 40N-405 0.002

12 R89-574 4015-410 0.002

22 R89-574 41N-415 <0.002

72 R89-574 415-420 0.002

72 R89-574 420425 0.003

12 R89-574 425-430 0.006

22 R89-574 43N-435 0.004

72 R89-574 435-440 0.003

72 R89-574 44D-445 0.009

12 R89-574 445-450 0.010 .

72 R89-574 45N-455 ~0.005

12 R89-574 455-461 0.004

72 R89-574 460)-465 0.007

12 R89-574 465-470 0.054

72 R89-574 41N-475 0.004

72 R89-574 475-480 0.002

7? R89-574 4801-485 0.003




e Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431 :
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES )} S P
| | el = PRINTED: 506189
REPORT: R89-31915.4 | { i ‘ et NI b1ueN o
{ ] { T

SAMPLE ELFHENT Au [\ , sq l.Enff‘ u

NUMBER UNITS  OPT j \ NUMBE 01 m UNTTS ’ Op T
i L 1

R89-574 310-315 .007 f

Duplicate .008 L 02 m m‘nﬂa J

R89-574 360-365 006 i

Duplicate .005

R89-574 420-425 .003

Duplicate .004

R89-574 470-475 .004

Duplicate .002

R89-574 580-585 .005

Duplicate 0.007
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PEC

BONDAR-CLEGG

BROHM
MR.

MINING
JIM BARRON
PO BOX 485

DEADWOOD,

57732

SOUTH

DAKOTA

CORPORATION

Involice

Date

Report

Project

Reference:

NO?

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

R076699, Page 1

BARRON

Analvses of

60

Gold

Subtotal

Sanmple

e Preparation

1088 Samples of
Subtot
Miscellaneous
4% S.D.

DEADWOOD
Subtot

)2

Char
SALE

y 1

i

qes

S TAX

CLTE

al

60 Samples of ASSAY PREP
EXCESSIVE
1 Sample of SAMPLE PICKUP/MILE

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

at $ 7,00 s 420.00

3 420.00 5 420.00
at § 3.00 & 180,00
WETNESS/LB at § 0.20 § 217.60
at $12.00 § 2.00

S 409.60 S 409.60
S 16.38
S 8.19

S 24 .57 S 24.57

Invoice Total: S 854.17 U.S.
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Bondar-Clegg, Inc. hemi
625 Spice Island Dr. ‘ ;eoc mlcal
Building 1, Unit A Lab R rt
Sparks, Nevada 89431 epﬂ
702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31907.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN
CLTENT: BROHM MINING CORPORATION SUBNITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 9-0CT-89
NUMBFR OF LOMER
ORDER ELEMENT ANALYSES ~ DETECTION LTHMIT EXTRACTION METHOD
1 Au Gold 60 0.002 orT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATLONS NUMBER
Z OTHER DRILL TYPES 60 2 -150 60 ASSAY PREP 60
SAMPIF PICKUP/MILE 1

EXCESSIVE WEINESS/LB 1033

REMARKS: 1AT GOLD (29.176)
= DUPI TCATE NOT AVATLABLE

MoDiADn

P
M
—H
j=

REPORTECOPTES T MR- BARRON TRVOT

MR. ROD HCCLEOD




7 Y
Bondar-Clgg, e Geochemical
625 Spice Island Dr. e
Building 1, Unit A Bc Lab Report
Sparks, Nevada 89431
702 (350.9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTFD: 9-0CT-89
REPORT: R89-319017.4 PROJECT: NONE GIVFN PAGE 1
SAMPLE ELEMENT Au SANPLE ELEMENT Au
NUMBER UNTTS oPT NUNBER UNITS oPT
72 R89-574 585-590 N.0n4 72 R89-574 785-79N 0.003
72 R89-574 590-595 n.0ns 12 R89-574 7901-795 0.004
72 R89-574 595-60N Nn.0né 72 R89-574 795-80N 0.007
72 R89-574 6(IN-605 0.004 22 RB9-574 8001-8015 0.013
72 R89-574 6N5-61N 0.0n5 72 R89-574 8N5-81N 0.063
72 R89-574 610-615 n.ong 12 R89-574 810-815 0.032
72 R89-574 615-62N 0.n9n 72 R89-574 815-820 0.010
12 R89-574 62(1-625 0.168 12 R89-574 8201-825 0.016
72 R89-574 625-63D 0.050 12 R89-574 825-83N 0.011
72 R89-574 630-635 0.035 72 R89-574 830-835 0.019
72 R89-574 635-64D n.n21 72 R89-574 835-84D 0.022
12 R89-574 64N-645 0.006 12 R89-574 8401-845 0.058
72 R89-574 645-65N n.014 72 R89-574 845-850 0.010
72 R89-574 650-655 0.017 72 R89-574 8501-855 0.009
22 R89-574 655-660 N.026 72 R89-574 855-860 0.009
72 R89-574 66(1-665 0.021 12 R89-574 860-865 0.013
12 R89-574 665-670 n.Nn1 12 R89-574 865-87N 0.030
12 R89-574 670-675 0.011 Z2 R89-574 870-875 0.021
72 R89 574 675-680 n.nng 72 R89-574 875-88N 0.003
72 R89-574 680-685 0.020 12 R89-574 880-885 0.006
/2 R89-574 685-690 n.n19
12 R89-574 690695 0.036
72 R89-574 695-710N 0.018
72 R89-574 700-705 0.008
72 R89-574 TN5-710 0.014
72 R89-574 710-715 0.007
72 R89-574 715-720 0.007
72 R89-574 T201-725 0.008
72 R89-574 725-730 0.007
72 R89-574 730735 0.006
72 R89-574 735-740 0.008
72 R89-574 740N-745 0.015
72 R89-574 745-750 0.006
72 R89-574 7501-755 0.008
72 R89-574 755-760 0.004
72 R89-574 7601-765 0.011
22 R89-574 765-710 0.010
12 R89-574 770775 0.005
22 R89-574 775-78D 0.009
72 R89-574 780-785 0.005




£ -
Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Ec — Geochemical
Mk Yab Report
BONDAR-CLEGG ( H SRS
[l uSe
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICE‘S ¢ ' |

JaTE. PRINTEDREIO} 81897 0

REPORT: R89-31907.4

PAGE 2

PROJECT: : NONE GTVEN

SAMPLE EL EMFNT fu SaMPIE ELaEsT,\ » AU
NUMBER UNITS OPT NUMBER ! “YNETSE Y oPT
R89-574 730-735 0.006 '

Duplicate 0.006

R89-574 780-785 0.005

Duplicate 0.005

R89-574 84(1-845 0.058

Duplicate N.040
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BROHM MINING CO.




BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA

Invoice

Date

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)
: RO76761, Page 1

9-0CT-89

Reporg:Nos:: R89~31907.4

57732 Project : NONE GIVEN
Reference: NONE GIVEN
BARRON
60 Analyses of Gold at $ 7.00 § 420.00
Subtotal S 420.00 S 420.00
Sample Preparation
60 Samples of ASSAY PREP at $ 3.00 $ 180.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 $ 32.00
1033 Samples of EXCESSIVE WETNESS/LB at $ 0.20 & 206.60
Subtotal S 398.60 S 398.60
Miscellaneous Charges
4% SOUTH DAKOTA SALES TAX 15.94
2% DEADWOOD CITY SALES TAX 7.97

Subtotal

U0 N

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

23+91 S 23:91

S 842.51 U.s.
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B()ﬂdal'-cleggy Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31908.4 ( COMPLETE ) ]

REFERENCE INFO: NONE GIVEN

CLIENT: BROHH MINING CORPORATION
PROJECT: NONE GIVEN

SUBMITTED BY: BARRON
DATE PRINTED: 6-0CT-89

NUNBFR OF LOWER
ORDER ELFMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 53 0.002 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 53 2 -150 53 ASSAY PREP 53
EXCFSSIVE UETNESS/LB 1054
SAMPLE PICKUP/MILE 1

REMARKS: 1AT GOLD (29.176)

REPORT COPIES TO: MR. JIM BARRON

INVOTCE TO: MR. JIM BARRON

AR ROD HCCIEOD
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

=

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

NATE DDTANTEN. /7 ACT O
TR T Uy o—oTT U

R el

REPORT: R89-319M8.4 PROJECT: NONE GIVEN PAGE 1
SAMPLE ELEHENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS 0PT
72 R89-574 885-890 0.010 22 R89-574 1085-1090 0.014
72 R89-574 89N-895 n.0n7 72 R89-574 1D9N-1N95 0.003
72 R89-574 895-900 0.010 12 R89-574 1095-1100 0.009
7?7 R89-574 9NN-905 n.nn7 72 R89-574 1100-1105 0.003
72 R89-574 905-910 0.015 72 R89-574 1105-1110 0.003
22 R89-574 910-915 0.0né 12 R89-574 111D-1115 <0.002
72 R89-574 915-920 n.009 Z2 R89-574 1115-1120 0.003
72 R89-574 920-925 n.012 Z2 R89-574 1120-1125 <0.002
72 R89-574 925-930 n.ong 22 R89-574 1125-1130 0.003
72 R89-574 930-935 n.nns 72 R89-574 1130-1135 0.004
72 R89-574 935-940 0.013 12 R89-574 1135-1140 0.003
72 R89-574 94N-945 0.n22 72 R89-574 1140-1145 0.004
72 R89-574 945-950 0.00s 12 R89-574 1145-1150 0.003
22 R89-574 950-955 1.0n5

12 R89-574 955-960 0.008

72 R89-574 96N-965 0.003

72 R8%9-574 965-9700 0.002

72 R89-574 97N-975 0.002

72 R89-574 975-980 0.005

72 R89-574 98N-985 0.005

72 R89-574 985-990 0.005

Z2 R89-574 99N-995 0.008

72 R89-574 995-1000 0.005

72 R89-574 10NN-10N5 0.032

72 R89-574 1005-1010 0.004

Z? R89-574 101N-1015 <0.002

72 R89-574 1015-1020 <0.002

72 R89-574 1020-1025 <0.002

72 R89-574 1025-1030 0.035

72 R89-574 1030-1N35 0.012

72 R89-574 1035-1040 0.005

72 R89-574 1D4N-1N45 0.007

72 R89-574 1045-1050 0.011

72 R89-574 1N5N-1N55 0.041

72 R89-574 1055-1060 0.008

72 R89-574 106N-1N65 0.007

72 R89-574 1065-1070 0.005

22 R89-574 1N70-1075 0.010

72 R89-574 1075-1080 0.009

7?2 R89-574 1N8N-1085 0.008




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

REPORT: R89-319N8.4

AATE DRINTIED: £ o
A Aalm TIvEIY T Ly A B

= D

PROJECT: NONE GTIVE

PAGE 2 J

SAMPLE El FHENT
NUMBER UNITS

ELFHENT Au
INITS oPT

R89-574 925-930

Duplicate
R89-574 975-980 0.005

= o
Duplicate 0.007 B0
R89—L:'x74 1035-1040 0.005 — , 006
Duplicate 0.007
R89-574 1085-10910 0.014 _ 813

Duplicate

0127

R89-574 1145-1150

.003
Duplicate n.

nn3
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E BROHM MINING CORPORATION

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Invoice : R076739, Page 1

MR. JIM BARRON Date : 6-0CT-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R895-31908.4
91732 Project : NONE GIVEN
Reference: NONE GIVEN
BARRON
53 Analyses of Gold at § 7.00 $ 371.00
Subtotal S 371.00 S 371.00
Sample Preparation
53 Samples of ASSAY PREP at $ 3.00 § 159.00
1054 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 210.80
1 Sample of SAMPLE PICKUP/MILE at $12.00 $ 12.00
Subtotal $ 381.80 $ 381.80
i Miscel laneous Charges
% 4% SOUTH DAKOTA SALES TAX S 15,27
f’ 2% DEADWOOD CITY SALES TAX S 7.64
Subtotal S 22,91 S 22.91

Invoice Total:

$ 775.71 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED





